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Additive manufacturing, likewise known as 3-dimensional (3D) printing and rapid prototyping, has the ability
to create almost any geometrically complex shape or feature in a range of materials across diﬀerent scales. It has
found its applications in various areas, such as medicine (bioprinting), art, manufacturing and engineering. On
the other hand, its use in separation membrane engineering is relatively new. The use of additive manufacturing
techniques could provide more control towards the design of separation membrane systems and oﬀers novel
membrane preparation techniques that are able to produce membranes of diﬀerent shapes, types and designs
which cannot be made using conventional techniques such as phase inversion or sintering. Here we provide key
background information on 3D printing technologies and applications in membrane engineering; a discussion
of the potential and limitations of current 3D printing technologies for membrane engineering and future
aspects of the technology. Due to the potential beneﬁts of 3D printing in membrane manufacturing, in particular
the unprecedented control over membrane architecture the technique could allow, the use of 3D printing in
membrane systems should see signiﬁcant growth in the near future.

1. Introduction
The invention of the ﬁrst printing press around the 1440s facilitated
rapid reproduction of text and images and dissemination of information [1]. Current printed materials are produced using modern oﬀset
printing, which involves employing inks made up of light-sensitive
chemicals to transfer text and images to printing papers. Over the past
few decades, printing technology has advanced from two-dimensional
(2D) printing to three-dimensional (3D) printing in which 3D shapes
are created by successive deposition of layers of materials [2]. 3D
printing, more commonly referred to as additive manufacturing (AM)
in the late 20th century, creates end-use products bottom-up, by
depositing one layer of material at a time [3]. It has the ability to
create almost any geometrically complex shape or feature in a range of
materials across diﬀerent scales [4]. The introduction of AM has
revolutionized the prototyping and manufacturing industry, which
previously relied on more expensive and time consuming methods
such as moulding, forming and machining. Due to its extensive
application in making prototypes, the term rapid prototyping (RP),
which describes the use of the technology, is also often used to describe
the technique. Another term – 3D printing (3DP) was later introduced

⁎

and was originally referred to the technique that use a inkjet printing
head to sequentially deposit 2D material layer-by-layer onto a powder
bed to form a 3D structure [5]. While AM may be a more general term
suitable to describe the technique, 3DP has gained popularity over time
and has now expanded to encompass a wider variety of techniques
including, stereolithography (SLA), sintering [6] and extrusion-based
processes [7]. All three terms (AM, RP, and 3DP) are still used in the
literature, but may or may not refer to the overarching AM technique.
AM begins with a 3D model (or computer-aided design (CAD)
drawing), which is sliced into layers and printed layer-by-layer into a
3D build [8]. Materials that can be printed now include conventional
thermoplastics, ceramics, metals and graphene-based materials [9].
AM is driving major innovation in many areas including in medical
[1,4], art [10], education [11,12], manufacturing and engineering
[13,14]. Very recently, the use of AM have been extended to membrane
systems, including spacers and membranes [15–17].
The use of AM in separation membrane printing is an exciting new
area of research. The past 10 years has seen great advances in AM
technology allowing greater control, resolution and precision that is
ﬁnally allowing separation membranes to be fabricated by this increasingly important and ﬂexible manufacturing technique. AM oﬀers a
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of the art.
A technological breakthrough in photopolymerization was reported
last year, where the print time can be reduced by 25 to 100 times. This
technique, known as continuous liquid interface production (CLIP) is
based on DLP. Traditional DLP techniques require the cured layer to be
mechanically separated from the bottom of the vat containing the resin,
followed by resin re-coating before the next layer is exposed [21]. CLIP
diminishes the additional mechanical movement by forming an oxygen-containing “dead zone”, a thin uncured liquid layer at the build
point which avoids adhesion to the resin vat while keeping the liquid
resin in place for the next layer. This approach eliminates the separate
and discrete steps required for the traditional SLA printer and radically
reduces the build time between layers. The end result is super-fast 3D
printing—quicker than any other of the SLA printers—while maintaining feature resolution below 100 micrometers [21]. Two other comparable patent pending techniques (NEXA3D and NewPro3D) could also
achieve such printing speed, if not faster but details of their technologies are not yet available.
The highest resolution AM (of about 100 nm) is achieved using twophoton polymerization (TPP) [8,22]. Brieﬂy, the technique is based on
the simultaneous absorption of two photons, which induces photochemical or physical transformations within a transparent resin. The
inherent optical nonlinearity of two-photon absorption allows localized
absorption in regions of high light intensities, i.e. the reaction is
restricted to occur within the vicinity of the focal spot of the laser beam,
a volume as small as a few attoliters [23].
Material jetting 3D printer (also known as inkjet 3D printer) is
based on the principle of customary paper printer, but utilize lightcurable resins in place of the usual inks. Two resists are used—build
material and support material. The support material is subsequently
removed after completion of 3D printing to reveal the printed features.
The other three AM types are also constantly improving, but due to
their limited resolution, these systems are currently not quite applicable to membrane fabrication and membrane systems.

diﬀerent membrane fabrication method which complements conventional techniques such as the phase inversion method (non-solvent
induced and thermally induced), enabling the potential to produce
membranes of diﬀerent shapes, types, and designs which can be more
precisely designed, fabricated and controlled than any other fabrication
membrane method available currently. Additionally, almost uniquely it
allows both the micro- and macro-structure of the membrane to be
designed and fabricated in one go, allowing membrane module
fabrication to be controlled in a single machine/process from membrane material through to membrane module, giving the unprecedented combined and integrated design possibilities for improving
both the membrane separation at both the materials and process
architecture levels. However, there exist several limitations of the
techniques that still need to be addressed. To help unlock this exciting
and vast new area, herein we revisit current available AM techniques
and discuss the potential application of various AM technologies to
separation membrane engineering. Readers are also referred to a
recent review on AM techniques targeted for membrane spacers and
membrane modules [18]. The current perspective will diﬀer considerably from this review, as our emphasis will not be on membrane
modules and spacers, all of which can in the main be achieved with
current and conventional AM technologies. Instead, the emphasis of
this perspective will be given to the speciﬁcation of the techniques and
printable materials in order to identify their suitability for separation
membrane engineering. To do this we will discuss the limitations of
current technologies, methods that could potentially overcome these
limitations and future perspective of printing techniques for membrane
engineering. This provides a new and future-focussed perspective for
membranes and AM, distinct from but complementing other references
[18].
2. Techniques and speciﬁcations
Various techniques have been developed for AM and can be
generally categorized into four types (Fig. 1): (i) photopolymerization,
(ii) powder, (iii) material extrusion, and (iv) lamination. A comparison
of these techniques, including the advantages, disadvantages, printable
materials and speciﬁcations, is summarized in Table 1. Among which,
photopolymerization is currently the most popular method for membrane fabrication. The other three AM types are also constantly
improving, but due to their limited resolution, these systems are
currently not quite applicable to membrane fabrication and membrane
systems. Below is a short summary of current membrane technologies
to provide context to the ensuing discussion. More detailed explanations and reviews of these techniques can be found in [19,20].

2.2. Powder
Powder-based printing systems, as the name suggests, involve the
use of powder-type material for printing. General examples include
binder jetting, where a chemical binder is jetted onto the spread
powder to form the layer; and selective laser sintering (SLS) where a
laser is used to sinter the materials such as thermoplastics, metal and
ceramics. Binder jetting techniques ﬁrst create the model layer-by-layer
by spreading a layer of powder and printing the binder onto the powder
bed with similar methods employed in conventional ink-jet printing
[4]. The step is repeated until the 3D structure is obtained. The loose
powder that was not hardened acts as a support for subsequent layers.
On the other hand, selective laser sintering (SLS) or direct metal
laser sintering (DMLS) involves using a high power laser to sinter small
particles of thermoplastic, metal, ceramic or glass powders. The main
diﬀerence is that SLS uses powder rather than liquid polymer. When
the laser beam hits the powder, the intense heat sinters the powders
together, while the unsintered materials in each layer act as support
structures. Other similar technologies such as selective laser melting
(SLM) and electron beam melting (EBM) melt the metal powder
instead of sintering the metal powder.

2.1. Photopolymerization
The main AM technique that can and will be used in membrane
fabrication is based on photopolymerization (Fig. 1), which in general
refers to the curing of photo-reactive polymers (otherwise known as
photopolymers) with a laser, UV or light. Amongst these, photopolymerization based on laser lithography is the most promising one for
membrane fabrication. The most common laser-lithography-based
technique is known as stereolithography (SLA). An ultraviolet (UV)
laser is used to trace and therefore cure the model's cross-section, while
the remaining area remains in liquid form. Once the trace is completed,
the platform is lowered and the part is coated with a new layer of resin.
The process is repeated until the entire part is ﬁnished. The ﬁnal part is
then put in an UV oven to complete the curing process. Modern SLA
printers have the part raised from the resin during printing (e.g.
Formlabs). A similar technique, based on SLA, has also been developed, known as the direct light processing (DLP) printing. In this,
instead of using a UV laser, a DLP projector is used to project the entire
cross-sectional layer of the 3D structure. Likewise, printing could occur
with platform going downwards or upwards, but the latter is the state

2.3. Material extrusion
In material extrusion-based printing systems, fused deposition
modelling (FDM, otherwise known as fused ﬁlament fabrication,
FFF) works by extruding a ﬁlament of polymeric material at the
appropriate temperature [7]. The nozzle is heated to melt the thermoplastics past their glass transition temperature before depositing them
layer-by-layer. The extruded hot material hardens and adheres to the
preceding layer.
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Fig. 1. Schematic summary of AM techniques. Acronyms: stereolithography (SLA), two-photon polymerization (TPP), continuous liquid interface production (CLIP), selective laser
sintering (SLS), fused deposition modelling (FDM), direct writing assembly (DWA), laminated object manufacturing (LOM), and selective deposition lamination (SDL). Note: DWA may
also use liquid as the material.

penses viscous plotting material into a liquid medium with a matching
density [26]. The technique is capable of extruding a wide variety of
materials, including pastes, solution and dispersions of polymers and
blends [27]. Most interestingly, materials such as hydrogels [28] and
aqueous biosystems (cells) [29,30] can also be engineered into the
scaﬀold.

Another example, although often not included in AM review
articles, is a method known as direct writing assembly (DWA) which
refers to fabrication methods that employ a computer-controlled
translation stage, such as a material deposition nozzle, to deliver a
ﬁlament of viscoelastic material and create objects with controlled
architecture [24]. More details about DWA are available in Refs.
[24,25].
The 3D bioplotter is another extrusion-based printer which dis-
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Maximum build-space
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Photopolymerization
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3D Systems: 50 µm
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Technique

Table 1
Specifications, materials, advantage and disadvantage of AM by various manufacturersa.

1. No need post-curing
(except for ceramic)
2. Do
not
require
support structures

1. Short build time
2. Cheap
3. Does not employ
heat
4. Parts can be printed
in range of colors

1. Very fast printing
2. Layerless
1. Nanometer
resolution

1. Short build time
2. high resolution
3. Parts can be printed
in range of colours

3.
1.

2.

1.

(Compared to SLA
technology)
Higher speed and
resolution
No
beam
acceleration or
deceleration
Less distortion
Faster than SLA

1. Capable of printing
complex geometry
2. Good accuracy

Advantages

1. Limited
mechanical
properties
2. Additional
postprocessing can add
signiﬁcant time to the
overall process
3. Not always suitable for
structural parts
1. Porous surface
2. Poor surface ﬁnishes
3. May
require
long
heating and cooling

3D Systems, USA; EOS
GmbH, Munich., Germany;
Matsuura, Japan; XJRP,
China; Wuhan Huake 3D,
(continued on next page)

ExOne, Germany; Voxeljet,
Germany

Nanoscribe GmbH,
Germany
1.
2.
3.
4.

Small build size
Expensive
Slow printing speed
Require materials of
high optical
transparency

Carbon3D, USA

EnvisionTEC GmbH,
Germany; Prodways,
France; Rapidshape,
Germany
3D Systems, USA; Stratasys
Inc., USA; Optomec, USA

3D Systems, USA; Old
Word Labs, USA; CMET,
Japan; D-MEC, Japan;
Abee, Japan; Lithoz,
Austria; DWS, Italy;
3DCeram, France; XJRP,
China; Wuhan Binhu,
China; Union 3D, China
EnvisionTEC GmbH,
Germany

Company

1. Small build size

1. Limited
mechanical
properties
2. Relatively poor surface
ﬁnish
3. Newly printed parts
require post-processing

1. Same as SLA
2. Small build size

1. Same as SLA

1. Require
support
structures
2. Hazardous resins
3. Limited
to
curable
materials
4. Slow

Disadvantages
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N/A

N/A

N/A
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1
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1.5–89

N/A

Accuracy (µm)

N/A
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Printing speed

Paper

Paper, metal foil, plastic
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dispersions, polymers,
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steel, aluminium etc.

Material

of

of

1. Full colour printing
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cost
print
material
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1. Fast build
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1. Vast
range
of
materials including
biocompatible and
medical-grade
materials

1. Vast
range
materials
2. Availability
desktop scale
printer
3. Consistent
throughput

Advantages

1. Poor strength
2. Wooden parts may
absorb moisture
3. Newly printed parts
require post-processing
1. Only capable of printing
standard paper
2. Parts
may
absorb
moisture
3. Obvious stairsteeping
on edges of parts

1. Require
support
structures
2. Reduced strength in the
vertical direction
3. Grainy appearance
4. Slower than laser or
print head but overall
process speed is
comparable with other
technologies
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2. Time
consuming
technique due to
requirement of
optimization of the
plotting conditions for
each diﬀerent material

time
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Mcor technologies, Ireland

Cubic Technologies, USA

EnvisionTEC GmbH,
Germany; GeSiM,
Germany; Organovo, USA,
Cyfuse, Japan; Regenova,
Japan;

Stratasys Inc., USA; Cosine
Additive, USA; Cincinnati,
USA; Sciaky Inc., USA;
DMG Mori, USA; MASSIVit
3D, Israel; Mutoh
Engineering, Japan;
BigRep GmbH, Germany

China; Wuhan Binhu,
China; Trump Precision
Machinery, China; Long
Yuan AFS, China
3D Systems, USA; SLM
Solutions GmbH, Germany;
Renishaw, UK; Wuhan
Binhu, China; Arburg,
USA; CLAD, France;
Optomec, USA; Concept
Laser, Germany, ReaLizer,
Germany; Arcam, Sweden;
Sisma, Italy

Company

a
Note: Speciﬁcations as obtained from manufacturers' website. Test methods may vary among manufacturers. Resolution is geometry dependent. Accuracy is material dependent. Printing speed does not consider additional steps (such as postprocessing, handling etc.). Acronyms: stereolithography (SLA), Scan, spin and selectively photocure (3SP), direct light processing (DLP), continuous liquid interface production (CLIP), two-photon polymerization (TPP), selective laser sintering
(SLS), direct metal laser sintering (DMLS), selective laser melting (SLM), electron beam melting (EBM), direct metal printing (DMP), fused deposition modelling (FDM), fused ﬁlament fabrication (FFF), laminated object manufacturing (LOM),
and selective deposition lamination (SDL).
b
http://envisiontec.com/company/3d-printer-technologies/.
c
http://www.optomec.com/additive-manufacturing/printed-electronics/aerosol-jet-materials/.
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2.4. Lamination

•
•
•
•

In lamination-based prototyping, laminated object manufacturing
(LOM) works by layering sheet materials which are cut and laminated
together to form a prototype. First, the feeder/collector mechanism
advances the sheet over the build platform. Next, a heated roller applies
pressure to bond the sheet to the base or the previous layer. On one
side of the layer is an adhesive coating for bonding. The laser traces the
outline and crosshatches the excess area for waste removal. The
platform is then lowered and a new sheet of material is feed for the
next layer. This process is repeated as needed to ﬁnish the part.
Another laminating-based system, known as selective deposition
lamination (SDL), uses paper as its only building material and is
capable of printing in more than one million colours. Before printing,
stacks of standard papers, each pre-colour-printed with a crosssectional cut of the ﬁnal prototype, is loaded into the feeding tray.
The SDL process is as follows: Adhesive is selectively applied to the ﬁrst
sheet of paper. Instead of gluing the whole layer (as is done in LOM),
SDL deposits higher a density of adhesive in the area that will become
the prototype, and a lower density of adhesive in the surrounding area
of the prototype layer that will function as support. A new sheet of
paper is fed from the paper feed mechanism on top of the freshly
applied adhesive. The build plate is shifted up to a heating plate and
pressure is applied. After the build plate returns to its initial position,
an adjustable blade traces the prototype outline to create the edges of
the part. The process is repeated until completion of the work. SDL
cannot be directly used for 3D printing of membranes due to the
intrinsic lack of resolution and material, but its working concept can be
adopted for membrane design.

•
•

The capabilities of the current AMs as well as the advantages and
disadvantages in these areas are considered below. Comparable
characteristics of the AMs are grouped and discussed together to
provide a clearer overview of the available AM techniques and their
potential for membrane design. These are then used as benchmarks
against which to understand what has been done (and why; Section 4)
and the future potential of AM if we can overcome any limitations in
the current AM capabilities (Section 5).
3.1. Resolution, accuracy, build size and speed
Among the current available techniques, the TPP technique can
produce prototypes with a resolution below 100 nm due to its localized
small polymerization volume [33]. The Photonic Professional GT
(Nanoscribe, Germany), a TPP-based 3D printer, has a 3D lateral
feature size of less than 200 nm (2D lateral resolution of 300 nm and
vertical resolution of 800 nm). It has an accessible writing area of
100×100 mm2 and writing speed of 0.1 to 10 mm/s. As printing
requirement reaches the theoretical resolution of the printer, the
printing time generally increases rapidly and printing ﬁne features of
the desired 3D model may become challenging i.e. the printer could not
print the model exactly as designed. Nevertheless, the printer resolution can be improved with the improvement over the technology or
laser source. Very recently, a 1.5 Å wavelength laser has be designed
[34]. The adaptation of new laser sources in the near future could
substantially improve the resolution of AM printer.
Very recently, a new SLA-based printer was introduced by Old
World Labs, USA. The new model, MC-2 purportedly has a resolution
of 100 nm (material dependent), accuracy of ± 50 nm and build
volume of 152×152×152 mm3. The printer can print a volume of
~16,500 mm3 in an hour (resolution dependent). By comparison, a
SLA printer (e.g. Projet 7000 HD, 3D systems, USA) has a highest
resolution of 50 µm, accuracy of 0.025 to 0.050 mm per 25.4 mm of
part dimension and a much larger build volume of 380×380×250 mm3.
The multi-jet printer based on material jetting (e.g. Projet 3500
HDMax, 3D Systems) from the same company on the other hand can
produce material with a resolution of 16 µm in a build volume of
298×185×203 mm with similar accuracy. In terms of resolution and
accuracy, the material jetting printer of Stratasys performs similarly.
A FDM-based printer, such as the Stratasys Fortus 900mc, has a
layer thickness of 178 µm, accuracy between 8.9 to 37.1 µm per µm and
a huge build volume of 915×610×915 mm3. FDM has limited application to printing membranes now and perhaps in the future since the
highest resolutions of FDM-based printers are limited by the technique. The resolution, like 2D printers, is dependent on the droplet
generation technique, nozzle size, printing material property and
substrate property. The resolution of material jetting printer is also
limited by the same, but unlike FDM, higher resolution can potentially
be achieved by modifying substrate wettability so the spreading can be
controlled [35]. In general, engineering a hydrophobic surface and low
surface energy would reduce the tendency to spread, thus reducing the

3. Screening of AM techniques for membrane fabrication
Diﬀerent AM techniques have their unique advantages and disadvantages which make them more suited for particular applications
over the others. To determine the suitability of the AM techniques for
membrane fabrication, several key properties of the techniques need to
be considered (Fig. 2). This screening is unique to this study since the
methods were screened for membrane fabrication rather than for
membrane spacers and modules (as per [18]) due to the higher
demand in AM capability required for printing membranes.
For membrane fabrication, the following characteristics are desired:

•
•

inclusive of the eﬀect of pre-treatment and post-treatment steps (e.g.
removal of support material)
Build size: Need to be able to print actual membrane sizes (e.g. >
1 m in width)
Speed: Generally as fast as possible to minimise build time
Printed materials: Extension of compatible 3D printable materials
to include the common materials used for membranes
Mechanical properties: Materials which are able to resist high
pressure processes (1– 40 bar) and a range of diﬀerent solutes
and solvents
Support: Smooth (low roughness) and strong support that can be
easily removed or AM system that does not need support
Cost: Competitive and comparable to phase inversion membrane
fabrication.

Resolution: High resolution needed – in nanometer range resolution
Accuracy: Need to be able to print the membrane as designed,

Fig. 2. Key properties of 3D printing techniques.
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anti-fouling properties [45,46]. The roughness caused by powder-based
techniques is an inherent property of the technique and so this may be
beneﬁcial in such applications.

droplet diameter [36–40]. Therefore, the resolution can potentially be
improved by successively engineering the surface of each layer as it is
deposited. The formulation of the printing material will not only
inﬂuence the ejecting process, but also govern the resolution of the
printed patterns. Approaches such as increasing ink viscosity could
limit ink spreading on surfaces (such as utilizing the so-called coﬀeering eﬀect) [41]. Apart from that, the design of printing apparatus can
also improve the resolution. For instance, electro-hydrodynamic jet
printing has been applied to fabricate patterns with sub-micron
resolution [42]. The technique applies electric ﬁelds to generate the
ﬂuid ﬂows for ejecting and depositing inks onto a substrate. Other
techniques that can also improve the resolution are jet focusing by
hydrodynamic means [43] and pyro-electrohydrodynamic shooting
[44].
Based on the above, for making membranes, in terms of resolution,
accuracy, build size and speed, there are several challenges that current
machines need to further develop beyond to make AM membranes
feasible:

3.1.4. High computational load
This is associated with resolution, accuracy and build size. The
design of the complex membrane structure of a large membrane sheet
would require tremendous computational load due to the sheer number
of arrays (repeating unit). Not only is a high performance computer
needed, the 3D printers would also need to be able to receive and
process the large stl ﬁle (stl=STereoLithography), a ﬁle format commonly used for printing 3D models. This limitation is not insurmountable, but does require a concerted eﬀort in development to overcome.
3.1.5. Long printing times
In terms of manufacturing time/printing speed in general, 3D
jetting has the highest build speed, followed by laser lithography,
laminating and extrusion in order of high to low speed [47]. An
exceptional case is the more recently developed CLIP technique based
on laser lithography that has achieved several orders of magnitude
reduction in manufacturing time compared to SLA [21]. Printing time
increases with increasing quality or resolution of the desired product.
To print a 100 mm×100 mm ﬂat sheet membrane with pore size of
100 nm could potentially take several months and therefore substantial
cost. Again, this needs to be addressed in improvements in AM
technology.

3.1.1. Limited resolution
The resolution is a consequence of several machine-speciﬁc parameters such as working principle of the AM, print material properties
and product geometry. Therefore, the actual resolution of the product
is usually lower than the nominal resolution of a 3D printer. Resolution
giving feature sizes (e.g. pores) of 10 nm or smaller is needed to
produce membranes for applications such as ultraﬁltration, nanoﬁltration, reverse osmosis and forward osmosis. Despite the ‘low’ resolution,
AM is still able to precisely control the production of complex
structures, however this is currently capped at a resolution of
~100 nm (TPP-based AM). Future AM technologies no doubt with be
produced with a ﬁner resolution capable of building over a larger
volume. Until this time, current AM can still be used in compromised
solution: printed membranes with insuﬃcient feature sizes for the
desired separation can be post-modiﬁed to achieve the desired pore
sizes – providing a way of producing porous features inside designed
larger membrane structures, the best that can be done until AM
capability matches membraneologists’ ambitions. This is further discussed in Section 5.3.
In terms of the desired characteristics for membrane fabrication
(above), most current AM systems cannot give submicron range
resolution and those that do have either limited build size or are slow
and expensive. Porous membranes have not yet been printed, so the
accuracy of these systems in printing the membranes as designed has
not yet been evaluated. In current AM technologies, bigger build size is
coupled with lower resolution and vice versa. This is something that
needs to be addressed in future AM system developments if membranes are to be practically fabricated.

3.2. Build material, support material, and mechanical properties
A range of materials can be printed by the currently available
commercial AMs. Table 2 presents data from the material suppliers
and printer manufacturers, including mechanical properties where
available.
The mechanical properties of the 3D materials are process dependent and depend strongly on the direction in which they are tested
[48]. Equipment manufacturers are often reluctant to supply material
data (such as mechanical properties and composition), and comparison
between material data is further complicated by the variation in
measurement techniques. Some manufacturers supply data obtained
from parts printed on their 3D printer, while others supply only data
from tests on bulk samples of the source material. Nevertheless, this
data still provides useful information in terms of the relative order of
magnitude of the mechanical properties that can be produced by the 3D
printers [49].
Additional issues include AM system and material compatibility
with the desired product. For example, in extrusion-based AMs, the
nozzle may be clogged by the material due to agglomeration of material
and increased viscosity. Careful design of the membrane is required to
avoid embedment of unused material within the membrane matrix.
These trapped materials (liquid or loose powder) may be diﬃcult or
even impossible to remove after completion of AM [8]. In material
jetting systems, which employ wax as the supporting material, the
latter is printed as the negative region of the model (e.g. the pores of
the membrane). The removal of wax is more diﬃcult the smaller the
gaps or pores printed. Potentially complete removal of wax from these
negative regions may be problematic – however the extent of this
potential problem has not yet been comprehensively studied for
membranes. Fee et al. [50] implemented alternating warm water and
cyclohexane washing for several hours to remove the wax in diﬀerent
printed porous media. However from the authors’ experience, when the
pore size of the printed product is below 250 μm, removal of wax by
successive washing of alternating solvents can be challenging for
porous membranes.
Furthermore, stability of the printed photopolymers in solvents
(water and organic solvents) as well as thermal stability are usually not
available. When exposed to solvents or heating, the photopolymer may

3.1.2. Poor scalability
The scalability of AM for membrane can be diﬃcult and costly due
to complex machinery. To print a large sheet of membrane with pore
size in the sub-micron scale, extensive amounts of time to produce the
membrane are required. An intuitive solution is to design an AM
machine with multiple laser sources/print head/nozzle to simultaneously print the membranes to improve speed, while retaining the
printing resolution but this means much higher capital and operating
cost. A possible solution may arise from layerless additive manufacturing technologies such as CLIP approach, which have substantially
decreased printing time [21].
3.1.3. Rough surfaces
Some AM techniques such as the powder-based techniques (binder
jetting) may produce rough surfaces. Rough surfaces can be desirable
or undesirable in membrane separations, depending on its eﬀect on
fouling behaviour and its tailorability. For example, membrane surfaces have been intentionally roughened on the nanoscale to improve
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Table 2
AM materials and their propertiesa.
Material

HDT (°C) (at
0.45 MPa)

Standard

ASTM D648

Polymer
ABS
PLA
PA
PET
TPE
PC
PEI
PP
ASA
PEEK
PPS
Acrylic
PMMA
Oxycetane
HDPE
Rubber
Silicone
Epoxy
Composite
ABS-Carbon
ABS-PP
ABS-PBT
ABS-Acrylic
ABS-PC
PLA-Carbon
PLA-wood
PA-Carbon
PA-Glass
PA-Metal
PET-Carbon
Ceramics
Gypsum
Standard
Metals/Alloysb
Steel
Titanium
Silver
Nickel
Cobalt
Aluminum
Copper/ Bronze
Iron

HDT (°C) (at
1.82 MPa)

UTS (MPa)

Tensile modulus, E
(MPa)

ASTM D638

Tensile elongation at
break (%)

Flexural modulus
(MPa)

ASTM D790

55–104
54–88
50–188
71.8
N/A
51–138
186–216
42–102.60
98
N/A
N/A
47–88
N/A
64
N/A
N/A
N/A
46–250

50–100
54–88
44–188
65
N/A
51–138
186–216
37–84.50
98
N/A
N/A
45–88
N/A
64
N/A
N/A
N/A
46–250

28.2–75
57–110
28.0–55.9
18.13–31.14
7–52
52–68
71.60–97
17–53.8
30–33
48–93
55–73
32–80
3.7–4.3
51
21
0.8–5
1.7
26–85

1890–3650
3309–3596.30
8–6248
554–2147
75–80
2000–3100
2200–2804
553–2500
1950–2010
3530–4250
2100–2570
1724–3500
N/A
2000
2000
0.7–9.2
1.1
1100–9200

1.3–40
3.9–100
0.03–497.60
7.8–18
70–200
4–13
1.3–9.5
8–50
3–9
1.2–4.7
3–5.8
7.7–25
N/A
8
5.5
45–293
130
2–25

1700–3240
1972
13–5040
1840
N/A
2100–3000
2234–2926
768–2450
1630–1870
180–4100
2200–3973
1900–3500
N/A
2600
N/A
5.9–7.8
N/A
1200–8900

104
62–188
46–54.5
47
110–135
56.2
N/A
178–186
157–179
175–180
74

99
62–188
45.9–53
46
110–135
N/A
N/A
178–186
157–179
175–180
N/A

52
37–52.6
33.8–53.60
55–56
41
50
34
25–83.84
26–56.21
37–48
46

N/A
1517–1925
2370–2880
2860–2900
1900
4711
3800
1453–8928.20
2137–7800
3709–3800
1794

2–3
6.58–47
6–20
6–9
6
1.88
3.4–3.8
1.3–11.38
1.4–14.82
3.3–4
13.5

7100
1310–1915
2040–2370
2410–2570
1900
9100
3700
3447–7338.20
2415–4114
3517–3600
1779

140

140

56
ASTM E8

N/A

3.5

3350

N/A
N/A
N/A
N/A
N/A
N/A
N/A
N/A

N/A
N/A
N/A
N/A
N/A
N/A
N/A
N/A

407–2150
290–1300
385
650–1500
960–1450
124–572
255–317
407

130– 200,000
88,000– 135,000
75,000
120,000– 220,000
170,000– 220,000
60,000– 85,000
117,000
131,000

2–70
2–21
5
6–58
3–20
1–30
8–32
17

N/A
N/A
N/A
N/A
N/A
N/A
N/A
N/A

a
Abbreviation: Heat deﬂection temperature (HDT), ultimate tensile strength (UTS), acrylonitrile butadiene styrene (ABS), polylactic acid (PLA), polyamide (PA), Polyethylene
terephthalate (PET), thermoplastic elastomers (TPE), polycarbonate (PC), polyethyleneimine (PEI), polypropylene (PP), acrylonitrile styrene acrylate (ASA), polyaryletheretherketone
(PEEK), polyphenylene sulﬁde (PPS), poly(methyl methacrylate) (PMMA), high-density polyethylene (HDPE). Note: 3D Materials with unknown composition are not included. The
material listed here may either be of a pure phase, or a composite. Refer to Supporting information, Table S1 for a list of materials given in their trade names of which their properties
were included in Table 2. Source: Speciﬁcations as obtained from material manufacturers: Allied photopolymers, EnvisionTEC, 3DXTech, Bolson Materials, Filoalfa, Stratasys, Form
Futura, 3D Systems, OO-Kuma, Kevvox, DSM Somos, Orbi-Tech, Taulman 3D, ColorFabb, Proto Pasta, BnK, Arzauno, ALM, Hunan Farsoon, Exceltec, Mark Forged, EOS, CRP
Technology, TreeD, MadeSolid, DR3D Filament, Arevo, DWS, Diamond Plastics, Voxeljet, D-Mec, CMET, FFF World, Asiga, Functionalize, Graphene 3D Lab, Lithoz, Sandvik, ExOne,
Concept Laser, SLM Solutions, Optomec, Fabrisonic, Arcam, Renishaw, Cookson Gold, LPW Technology.
b
The main elemental composition of the alloys is used to identify the material for comparison purpose.

experience ‘swelling’ or morphological changes which results in ﬁnal
product that deviates from the original design. During the reviewing
process of this work, the stability of the 3D printed spacers have been
raised: it has been observed that the AM spacers break after long term
soaking in water. The cause to this was not known, but could be due to
the stability of the photoinitiators in the polymer materials. Other
potential causes to this may be the incompatibility of the polymer with
water, swelling or inaccuracy in 3D printing leading to micro cracks
that propagate when exposed to solvents. Further development work
and testing of AM materials is needed to help move towards stable and
versatile AM membranes.
In terms of the desired characteristics for membrane fabrication
(above), Table 2 shows that current AMs do not conventionally print
with the wide range of common membrane materials that we currently

use for fabricating membranes such as polyethersulfone and polyimide.
Nevertheless, since membrane synthesis in AM has a completely
diﬀerent route to that of the phase inversion process, conventional
membrane polymeric materials are not necessary and other photosensitive polymers with the desired properties can be used.
Many of the materials in Table 2 could potentially resist high
pressure process environments or organic solvents (but this would
need to be properly conﬁrmed under realistic membrane test conditions). There is not enough information available in the literature
currently on the implications of print support material and characteristics on AM membrane fabrication to determine which technique is
superior or if there is a problem or not with having or not having a
print support material in the build.
If other materials are required, then the solution would be to
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3.3.2. High potential membrane fabrication costs
Current membrane modules have been estimated to cost about
USD350 per square meter of membrane [60]. In comparison, the
potential cost of using AM for membrane fabrication is comparably
higher due to the requirement of much more complex machinery and
membrane materials (as above) over conventional phase inversion
step. The complex machinery requires more maintenance service and
consumables. For instance, the laser sources or UV lights have limited
lifespan and need to be replaced often. The cost would decrease as
technologies improve but will most probably remain signiﬁcantly
higher than conventional membrane fabrication methods. Therefore,
AM membranes will need to have separation characteristics in particular applications that outcompete conventional membranes so substantially that the cost savings of using them outweigh the additional
cost of manufacturing them. These are likely to be applications where
precise control over the membrane structure (pore shape, pore size
distribution etc.) are advantageous. Therefore the use of the AM
technique – as it currently stands – to design and fabricate membranes
is unlikely to be competitive enough to replace existing membrane
fabrication methods, but could potentially be applied in targeted
applications or niche membrane market (such as in organic solvent
systems), where bespoke membranes are required for a particular niche
application and therefore require tailored design.

develop AMs with printing materials expanded to common polymer
materials for membranes such as polyethersulfone, polyamide, polyimide and microporous organic polymers. Composite materials with
suﬃcient mechanical strength need to be prepared to ensure that the
membrane produced remains stable while the thickness is reduced. The
printing material can also prepare the printed part for further post
modiﬁcation. For example, as a proof-of-concept, a vinyl-terminated
initiator was added into UV curable resin for printing. The printed
products which have the vinyl-groups that can be easily functionalized
by growing polymer brushes via surface-initiated atom transfer radical
polymerization [51,52]. Furthermore, the polymer brushes would
induce the formation of metal layers with excellent adhesion to the
functionalized substrate via electroless plating (ELP) and the substrate
can be etched away as needed [53]. Quick et al. developed a resin with
thiol groups that can be employed for grafting of diﬀerent maleimides
via thiol-Michael addition reactions [54]. Inorganic membrane fabrication is also possible, with ceramic and metal printing AM processes
having been developed. Most of the earlier techniques for printing
ceramic-based materials (alumina, zirconia and gypsum) were using
inkjet printing, which provides more ﬂexibility in designing the
composition of the binder and powder. It is also possible to replace
the green precursor in powder form by colloidal sol of the desired
material, e.g. titania [55], ZnO [56], however, this is more suitable for
printing the skin layer of the membrane and thus a substrate or support
may be required [55]. The choice of solvent is critical: a highly volatile
solvent may cause blockage of the print head nozzle oriﬁce. Meanwhile,
control of the substrate temperature during the printing process will
also determine the formation of the ﬁlm, as sol deposition is relatively
sensitive to the solvent evaporation rate, which is induced by the
surrounding humidity and temperature. Although SLA is categorized
for handling liquid materials, it has recently been adopted for printing
alumina ceramics [57,58]. This process eliminated the slow fabrication
rates and time-consuming binder removal process commonly found
when using the binder jetting technique. The main idea of this method
was to combine the ceramic powder together with the ultraviolet (UV)curable resin, whereby each printed layer was cured by UV laser
selective scanning on the ceramic suspension [57]. Moreover, HRL
Laboratories has successfully printed many forms of ceramics (SiOC,
Si3N4 and SiC) of varying compositions, complex shapes and cellular
architecture by using polymer-derived ceramics that are added with a
UV free-radical photo initiator. The pyrolysed polymer-derived ceramics were dense and exhibit a higher compressive strength than
commercially available ceramic foams that their porous materials are
similar to [58]. Although these ﬁndings were not targeting for
membrane applications, they have indeed opened up more opportunistic paths for the printing of ceramic-based materials in the near
future.

3.4. Implications
In terms of the desired characteristics for membrane fabrication
(above), since AM of membranes is currently in its infancy, there is still
much work to be done to make the technology cost competitive and
comparable to phase inversion membrane fabrication – this is one of
the main challenges and research goals going forward. For all of these
reasons, only limited work on AM membranes has been done so far.
4. What has been done so far
AM techniques for separation membrane applications is a relatively
new area of research. Because of the limited materials available for
printing and the high cost and limited hardware for obtaining
nanometer resolution in 3D builds to produce practical membranes
(as outlined in Section 3 above), most AM has focussed on membrane
modules and membrane spacers (as covered in [18]). Limited studies
have been published on using AM techniques to prepare membranes.
Matthias Wessling’s group at RWTH Aachen is currently the most
active one, working on a number of diﬀerent AM membrane areas.
They have printed a polydimethylsiloxane (PDMS) membrane using a
DLP printer for gas-liquid contact by formulating a PDMS photoresist
material for printing of silicone structures (Fig. 3a) [16]. The membrane design was based on ‘triply periodic minimal surfaces’ (TPMS)
[61]. Compared to standard PDMS membranes, the printed PDMS
membranes showed similar selectivity but 15% lower permeability.
This may be due to higher crosslinking density in the new membrane.
Nevertheless, the printed membrane has a much lower permeance due
to its thickness (840 µm) [16]. An alternative approach to that is to
print a negative mould of the desired membrane design and use this as
a template for the membrane fabrication (Fig. 3c). The Wessling group
printed an acrylate-based sacriﬁcial negative mould as the template for
PDMS [15]. The mould was then backﬁlled with PDMS and later
removed under alkaline conditions without impairing the PDMS
membrane properties. The membrane architecture, also based on the
TPMS model, has improved mass transfer performance over common
hollow-ﬁber membranes with equal geometric parameters through
CFD simulations [15]. However, the membrane is still quite thick
(about 1 mm) compared to conventional membranes in order to
withstand a pressure of 2 bar. To reduce the thickness, a support layer
might be added to the design, resembling that of conventional phase
inversion membranes. Nevertheless, both these studies have demon-

3.3. Costs
3.3.1. High printing material cost
The cost of the printing materials depends on the type of AM
technique. For instance, photopolymers, such as those for stereolithography, cost ~USD200–300 per kilogram. For FDM prototyping, ABS
costs ~USD350 per kilogram (or ~USD250 per kilogram as of the time
of writing, from Stratasys website). However, unused material cannot
be completely reclaimed and waste is generated with each build [47].
The material cost also vary with the quality of the material and in
general, the material for a desktop 3D printer is much cheaper
compared to the commercial grade. For example, the printing materials
for a desktop FFF printer range from USD19/kg to USD175/kg [59].
The cost of material (not including exotic materials or precious
minerals) from high to low is generally as follows: SLS > FDM >
LOM > ;SLA > material jetting [47].
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Fig. 3. (a) 3D-printed PDMS membrane contactor. Gas ﬂows horizontally from left to right while the bromothymol blue pH indicator is pumped vertically from the bottom to the top
through the contactor. The colour change of the pH indicator from blue to yellow indicates the CO2 transport over the membrane. Reproduced from [16] with permission of The Royal
Society of Chemistry. (b) Ink-jet coating of membrane. Checkerboard patterns of ﬂuorinated diamine were printed on a pre-soaked ultraﬁltration substrate followed by conventional
interfacial polymerization of the polyamide. Reproduced from [17] with permission from Elsevier. (c) Preparation of 3D PDMS membranes via a sacriﬁcial resist. Step-by-step
fabrication for the Schwarz-P geometry: rapid prototyping of the sacriﬁcial mould, backﬁlling of the mold with PDMS followed by thermal curing, alkaline removal of the mold material
and TPMS membrane under steady-state condition. The colour change of the pH indicator from blue to yellow again indicates the CO2 transport through the PDMS membrane.
Reproduced from [15] with permission from Elsevier. (For interpretation of the references to color in this ﬁgure legend, the reader is referred to the web version of this article.)

functional thin ﬁlms [63].
Using the same inkjet printing approach, Gao et al. [65] prepared a
multifunctional mosaic membrane by printing alternative domains of
positively charged and negatively charged consisted of either poly(diallyldimethylammonium chloride) or poly(sodium 4-styrenesulfonate), on the surface of a polycarbonate track-etched membrane with
30 nm pores, producing a mosaic membrane that possessed an overall
neutral charge (i.e. a membrane that had balanced coverage of
positively and negatively charged domains). The mosaic membrane
was capable of enriching the concentration of salt in the permeate side
(i.e. negative salt rejection) which is useful in many established
technologies that rely on selective transport of ionic solutes from
solution [65].
Other than polymeric membranes, researchers from University of
Twente attempted to print ceramic (alumina and zirconia) membranes
by using a direct-based inkjet printing process [69]. The printer was
custom-made and can potentially be adapted for the SLS process by
mounting a laser to the machine. It was demonstrated that the green
parts can be printed by means of an ink-jet head. The green parts are
then sintered in a separate sintering process. More work is still needed
to improve the quality of the sintered product, as current post-sintered
products were found to be very fragile.
Yao et al. fabricated a porous Al2O3 by combining the concept of
indirect 3D printing (layer thickness of 50 µm or 100 µm) and reaction
bonded aluminium oxide (RBAO) [70]. Pure Al was used as the green
body precursor, in which the printed Al tablets was sintered at 1600 °C
in a muﬄe furnace. During the thermal process, oxidation of Al to
Al2O3 occurred at 660 °C, followed by the continuously formation of
molten Al at higher temperature that ﬁlled the voids of the structure
and reacted with oxygen to form Al2O3. The sintered products exhibited
high porosity (~45%), remarkable ﬂexural strength (~70 MPa) and
reasonable dimensional change (~1–2%). The pore size of the Al2O3
body was not examined but this report could potentially be a good
example for printing porous ceramic membranes in the future.

strated the strength of AM techniques in making complex 3D geometries for membrane applications and its complete freedom in the design
of the contactor interface geometry [15,16].
Besides AM techniques, conventional ink-jet printers have also
been used to fabricate membranes.[17,62–65]. 3D features have been
produced using ink-jet based printer at much lower cost than AM
techniques [66–68]. Herein, membrane fabrication based on ink-jet
printing, which may or may not possess 3D features are discussed.
Badalov et al. used an inkjet printing technique to fabricate a patterned
thin ﬁlm composite membrane (Fig. 3b). A ﬂuorinated diamine
monomer checkerboard pattern was printed on an ultraﬁltration
membrane pre-soaked in an aqueous solution of m-phenylenediamine
(MPD). The membrane then underwent a conventional interfacial
polymerization step, by treating the membrane with trimesoyl chloride
(TMC) in n-hexane. The patterned membrane showed improved
permeate ﬂux and salt rejection which could be due to the molecular
size diﬀerence between the printed monomer and MPD, a diﬀerence in
hydrophobicity between the two membranes or a positional variation of
the ﬂuorinated diamine which aﬀects the hydrogen bonding [17].
The same group also applied the same ink-jet printing technique to
print multiple coating of MPD to an ultraﬁltration membrane support,
before application of TMC to form the polyamide layer. As the amount
of printed MPD was increased (from 1 layer to 5 layers), the membrane
salt rejection increased while the ﬂux decreased. This was because of
the increased polymer crosslinking and polyamide layer thickness with
increasing number of coatings. The printing method introduced a new
accurate technique to control the formation of polyamide, which does
not require the step to remove excess liquid and could mean an overall
more eﬃcient fabrication process [62].
Gao et al. [63] prepared a thin ﬁlm membrane using a modiﬁed
inkjet printer by controlled alternate printing of poly(allylamine
hydrochloride) (PAH) and poly(styrenesulfonate) (PSS). The thickness
of the bilayers was controlled by the number of printing cycles. Such
thin ﬁlms were also generated using a dip-coating based layer-by-layer
(LbL) assembly and showed promising results as nanoﬁltration membranes [64]. Other nanostructured membranes prepared by LbL inkjet
printing of PAH/PASS nanotubes and inkjet printing of poly(vinyl
alcohol) (PVA) nanowires and nanotubes were also prepared.
Compared to their dip-coated counterparts, the inkjet based LbL oﬀers
several advantages, including ease of production, material requirements, and most importantly, the ability to form chemically patterned

5. Future potential
The AM membranes produced so far hint at the possible membranes and developments that AM should enable. Looking to the
future, much beyond these initial tests, the application of AM could
potentially revolutionise the design and development of membrane
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5.1. Biomimicry

system if AM technology can evolve beyond the current benchmarks
and their inherent limitations in printing practical separation membranes outlined in Section 3. For example, three advantages not
currently possible with conventional membrane fabrication techniques
include:
Wide capability. Rapid prototyping processes provide signiﬁcant
advantages in terms of speed, eﬃciency and customization, when
compared to traditional prototyping [8]. However, conventional membrane synthesis such as the phase inversion method is, in general,
comparably faster than 3D printing, when considering the rapid phase
inversion step. Nevertheless, 3D printing has the capability to produce
not only the membrane, but also the spacers and the entire membrane
module, which may reduce the overall production time. Furthermore,
unique membrane modules that improve mass transfer and mixing
could be designed.
Precision control over complex structures. One limitation of the
phase inversion method (and other common membrane fabrication
methods such as interfacial polymerisation, sintering, coating etc.) is
the inability to freely design complex geometries and internal features.
AM on the other hand enables new ways of making membranes with
little constraint on the designs of delicate features both internally and
externally, with the use of 3D drawing tools. With AM, any membrane
structure up to the highest resolution of the AM machines can be
produced. Moreover, AM makes it possible to control the composition
of two or more materials across the surface and interface during
fabrication, allowing positional variations in physical properties and
characteristics, namely, multiple alternating layers of materials or
selective distribution of one material on another [8]. So for example,
membranes with structures to reduce fouling, to selectively channel the
feed towards particular parts of the membrane and membrane material
that separate a sub-set of molecules and another part with diﬀerent
properties that separate a diﬀerent subset of molecules in the same
sheet could be possible. A wide array of new membrane types, properties and possibilities are available when AM technology overcomes the
current limitations of resolution and build time/speed, pushing us
further into a paradigm where more and more our imagination could
be a limitation rather than our ability to control the structure of the
membrane.
High ﬁdelity. In AM, the fabrication of membranes is based on the
preformed design model. Therefore, the resulting prototype will be
identical to the original model if printed in full accuracy. Compared to
the traditional phase inversion method (and the other aforementioned
methods), AM exhibits higher consistency in prototype quality and
narrow surface pore size distribution can be attained. Taking a
common phase inversion membrane fabrication method as a prime
example for comparison – non-solvent induced phase separation
(NIPS) – poor quality is caused by the de-mixing of the polymer
solution and non-solvent during phase inversion that is not directly
controlled. Thus, the resulting phase inversion membrane always
shows a distribution in pore sizes and irregularity in membrane
structures. AM on the other hand, will always produce the membranes
exactly as they were designed, even though the characteristics of the
membranes may vary with certain speciﬁcations, such as material
quality and accuracy of the AM printer [71].
Therefore, despite the multiple challenges that need to be overcome, AM still holds great promise and exciting possibilities for
membrane fabrication and design due to its unique advantages over
conventional techniques. Since AM prints the predesigned CAD
models, theoretically any shape or design can be produced within the
capability of the 3D printers. The potential of the technique promises to
unlock great possibilities in both membrane architecture as well as
membrane module design and some of these possibilities are discussed
below.

The AM technique is particularly useful in recreating structures that
resemble nature, i.e. a biomimicry approach. Natural selection has
produced well-adapted structures and materials in living organisms
over geological time. By applying a biomimicry approach, one could
potentially ﬁnd solutions to many engineering problems. In membrane
separation techniques, issues such as mechanical strength, fouling,
ﬂux, and separation properties can potentially be improved via
biomimicry [72–74]. To recreate natural structures, data obtained
from computerized tomography and 3D scanners can be used to
reconstruct nature’s architecture in CAD models [8]. The CAD models
can be further manipulated or rescaled to suit the needs for speciﬁc
applications before printing.
5.2. New fabrication methods for hybrid membranes
Hybrid membranes are here deﬁned as those possessing a distinct
phase, which determines the membrane’s selectivity and permeability,
embedded into a second phase providing structural support and
integrity, so as to create a continuous transport channel across the
separating layer. These hybrid membranes are distinct from mixedmatrix membranes where a second phase is dispersed at relatively low
concentration in the selective layer of a thin ﬁlm composite membrane
to provide, for example, some anti-fouling resistance or modest
increases in permeation. So-called vertically-aligned carbon nanotube
membranes are a good example, though not yet scalable, of a hybrid
membrane where the nanotubes provide both the permeating pathway
and selectivity by size exclusion and the polymer matrix embedding the
tubes does not play any active role in the separation process [75]. Many
challenges remain, however, in the preparation of hybrid membranes,
including the alignment of the transport channels in both the support
and the separating layers, the adhesion between the diﬀerent phases
and with the support, and fabrication methods that are scalable and
economically competitive with current technology. Here, AM can play a
key role in shifting the paradigm in membrane fabrication, oﬀering the
opportunity to print all of the membrane as a single monolithic piece,
using multi-materials and complex conﬁgurations, all of which can be
accurately designed. This approach can also potentially overcome the
current AM limitation in terms of resolution, where microporous
materials could be integrated into the printing materials. The product
therefore would consist of currently achievable micrometer-size features but with microporosity of the porous components. Speciﬁcally,
AM can provide a tailored scaﬀold-like membrane made up by polymer
and porous nanomaterials. A recent review on the AM of multifunctional nanocomposites for other applications such as microelectromechanical systems, microﬂuidics, microelectronics and tissue engineering may be of interest to the readers [25].
5.3. Postprocessing of AM membranes
As mentioned in Section 3, with current AM technologies, one could
print at a resolution of ~100 nm at build size up to 100×100 mm2 (with
a Photonic Professional GT, Nanoscribe). Further details can be gained
through post-processing steps, e.g. to create smaller pores. For
instance, micro- and nanomachining can be used on printed dense
membranes. Various milling techniques are available including focused
ion beam (FIB) [42] and scanning probe nanomachining (SPM) [76].
However, milling techniques have limited practicability for large scale
membrane production. See also ‘subtractive manufacturing below’ for
other techniques. Solvent can also be potentially introduced to
selectively polish the membrane to achieve smaller pore sizes. He
et al. [77] introduced a simple method, referred to as scanning printing
polishing casting (SPPC) for the fabrication of low cost soft tissue
prostheses. A chemical polishing method is used to polish the casting
mold to acquire a smooth surface.
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technologies to AM, either instead of or in combination with AM,
may also produce the required outcomes. To do this, we will brieﬂy
outline the two main related and competing systems, which are: other
printing techniques (other than AM) and subtractive manufacturing.

5.4. Membrane surface patterning
Surface patterning of membrane can be tailored to reduce colloidal
or protein deposition during active ﬁltration by changing surface
roughness or aiming at improving mixing. Current membrane surface
patterning is achieved using the nanoimprint lithography (NIL)
technique [78] to create submicron surface patterns on a commercial
ultraﬁltration membrane [79,80]. Apart from that, surface patterning
can also be applied to a thin ﬁlm composite membrane, as demonstrated by [81,82]. More details on the use of NIL for membrane
surface patterning can be found in the review by Ding et al. [83]. On the
other hand, surface patterning of membranes can potentially be
achieved using 3D printing techniques. One advantage of AM over
NIL is the ability to create surface patterning on any types of
membranes including hollow ﬁbres, which can be diﬃcult to pattern
via NIL.

6.1. Other printing techniques
These novel printing techniques include electrospraying [106],
transfer printing [107] and screen printing [108]. The techniques
introduced here are currently used to design nanostructures, thin ﬁlms
and microdevices but have not yet been widely applied to fabricate
membranes. These could potentially be the basis of AM methods of the
future to address the current limitations. Furthermore, inkjet based
printing, which is based on a modiﬁed desktop ink printer rather than a
3D printer, can also be used for membrane design [63].
Electrospray printing (Fig. 5a), also known as electrohydrodynamic spraying is a common manufacturing process for tailoring
nanoarchitectures of materials, including nanoparticles, nanoporous
ﬁbres as well as functional thin ﬁlm deposition [106]. It is a method of
liquid atomization via the use of electrical forces, whereby the liquid at
the outlet of a nozzle is subjected to an electrical shear stress by
maintaining high electric potential on the nozzle. The technique can
create nanometre to micrometre size droplets by controlling the ﬂow
rate and voltage applied. A dual electrospray (Fig. 5b) can also be used
to deposit materials that are thermodynamically immiscible [109].
Jun-Muk et al. [109] demonstrated the use of a dual electrospray
technique to produce a Naﬁon/sBlock (multiblock sulfonated hydrocarbon copolymer) blends that are diﬃcult to produce with conventional blending methods due to their large miscibility diﬀerence.
Transfer printing is a technique to pattern a material onto a
substrate and then transferring it onto a second one [107]. It relies on
the fact that adhesion of an object to an elastomeric support is ratesensitive, i.e. depends on the rate at which the elastomeric holder or
stamp is peeled away from a ﬂat surface. Fast peeling (typically
~100 mm s−1) leads to adhesion strong enough to carry adhered
objects away from the surface, whereas slow peeling (~1 mm s−1)
causes the objects to adhere preferentially to the device substrate, thus
leaving such objects behind. Fig. 5c shows an example of the technique,
which transfers the microstructures (yellow) from a donor substrate
(blue) to another substrate (red) with the use of an elastomeric stamp
[110]. Recently features below 10 nm have been produced [111].
Screen printing (Fig. 5d) is a well-established technique which uses
a mesh screen to transfer ink onto a substrate in a given pattern. The
ink is placed on top of a thin screen consisting predesigned pattern of
open apertures that the ink is forced through with a blade or squeegee.
The quality of screen printed ﬁlms depends on the mesh size, ink
rheology and the substrate, of which ink rheology has the strongest
inﬂuence and therefore is the most important parameter to control
[108]. Also, screen-printed ﬁlms are usually much thicker than other
ﬁlm preparation method such as electrospraying, typically from
400 nm [112] to 500 μm [113].
Inkjet printing is a technology developed in the 70s that oﬀers a
rapid method for depositing precise amounts of materials (usually
inks) to speciﬁc locations on a substrate (usually paper) [114]. Only
more recently its use has been extended beyond the printing of
graphical images, towards printing functional materials [115]. Its use
for membrane design was discussed in Section 4.

5.5. AM membrane as substrate
The printed membrane can also be used as a novel substrate for
functional materials such as (1) metals, (2) metal oxides (e.g. TiO2,
ZnO), ceramics (e.g. Al2O3, SiO2), (3) porous materials (zeolite, metalorganic framework (MOF), covalent organic framework (COF), zeolitic
imidazolate framework (ZIF), porous organic polymers, and porous
molecular solids) [84], (4) carbon-based material (graphene, graphene
oxide (GO) and carbon nanotubes (CNT)) [85,86], and (5) other
polymers including hydrogels [87]. Fig. 4 and Table 3 summarize the
potential techniques for transferring functional materials on the
printed substrate. Readers are referred to several review articles and
books of the respective techniques for details (see [88–93]). The
suitability of the aforementioned techniques depends upon several
factors, i.e. the substance to be deposited, the nature of the substrate
material, and the ﬁlm structure, thickness and distribution [91].
5.6. Novel membrane shapes
Most common membrane shapes are ﬂat sheets or tubular/hollow
ﬁbres, dictated by the techniques by which we can economically and
easily manufacture membranes. However with AM, this is not necessary – any membrane shape could be manufactured, allowing features
that enable improved mass transfer (as per the work outlined in Section
3), decreased concentration polarisation and fouling, and enhanced
selectivity. The possibilities just need to be designed and they can be
printed.
5.7. Novel module design
These novel membrane shapes would also need novel membrane
modules. Another promising feature of AM approach is that the 3D
printer cannot only be used to fabricate the membrane, but the entire
module, producing the membrane, spacers and casing all-in-one, using
diﬀerent materials for each. The use of AM technologies has also been
long explored in the design of membrane spacer ultimately to improve
mass transfer [104,105]. AM approach allows the engineering of novel
membrane modules which may be challenging to produce using
conventional techniques. The approach also avoids conventional module manufacturing step which may degrade the membrane during
module production phase.

6.2. Subtractive manufacturing
6. Alternative related technologies to 3D printing
Depending on the membrane's composition and requirements, the
alternative to additive manufacturing, known as subtractive manufacturing, may be viable. Subtractive manufacturing, which is a top-down
approach, uses one of or a combination of mechanical, electromagnetic,
and chemical processes to selectively remove material from a workpiece. The individual techniques involved are quite complex and can be

So far this perspective has outlined the virtues and limitations of
AM for membrane fabrication and has outlined how potentially these
limitations can be overcome so that only the virtues remain. However,
to provide balance to this, it must be noted that AM is not the only
method for producing structure-controlled membranes. Alternative
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Fig. 4. Potential techniques for transferring functional materials on the printed substrate. (a) atomic layer deposition (ALD), reproduced from [116] with permission of The Royal
Society of Chemistry. (b) chemical vapor deposition (CVD), reproduced from [95] with permission from Elsevier. (c) LIGA method process (a German acronym for Lithography,
Galvanization and Abformung (molding)), reproduced from [117] with permission from The Royal Society of Chemistry. (d) dip-coating, reproduced from [118] with permission from
The Royal Society of Chemistry. (e) spin-coating, reproduced from [119] (under Creative Commons CC-BY license). (f) direct growth (on a chemically-modiﬁed substrate), reproduced
from [120] with permission from The Royal Society of Chemistry. (g) contra-diﬀusion, reproduced from [97] from The Royal Society of Chemistry. (h) vacuum ﬁltration followed by
secondary growth, reproduced from [121] with permission from The Royal Society of Chemistry. (i) hydrothermal growth, reproduced from [122] with permission from The Royal
Society of Chemistry. (j) electrospinning, reproduced from [123] with permission from The Royal Society of Chemistry. (k) electrodeposition, reproduced from [124] (under Creative
Commons Attribution 4.0 License (CC BY)). (l) vacuum deposition, reproduced from [125] with permission from The Royal Society of Chemistry. (m) interfacial polymerization,
reproduced from [126] with permission from The Royal Society of Chemistry and (n) layer-by-layer assembly, reproduced from [127] with permission from The Royal Society of
Chemistry.
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mechanical micromachining, laser drilling, lithography, and etching
techniques can be particularly useful in patterning and creating
through-holes in a membrane and an overview of the techniques is
given below.
Mechanical micromachining ( Fig. 6a) is the traditional process of
physically removing material through the direct contact of a tool with
the workpiece done on submillimetre scale. There are many diﬀerent
tools and possible geometries available, ranging from diamond coated
milling and drilling bits to large single crystal diamond milling bits for
more brittle applications [128]. For applications where the workpiece’s
material properties are not conducive to direct machining, there is also
laser assisted micromachining where localised laser heating modiﬁes
the workpiece’s material properties to facilitate the mechanical micromachining [129]. Currently, the lower limit for the diameter of the
tools is around 100–200 µm. Some of the drawbacks to mechanical
machining are tool wear (which increases with higher aspect ratio cuts
due to tool runout), large areas of workpiece hardening from the heat
aﬀected zone, potential surface contamination from the direct contact
of the workpiece with the tool, and the intricacies of the mechanical
setup that require stabilizing the rotating tool and rigidly supporting
the workpiece.
Laser drilling (Fig. 6b) is a versatile technique commonly used in
many industrial applications on many diﬀerent workpiece compositions for over four decades, and as such there are many review articles
written both on the relevant physical processes and the practical
applications [129,130]. Laser drilling works by imparting electromagnetic radiation from the laser onto the workpiece and removing
material by thermally heating a localised zone. The size of the zone,
the rate of material loss, and its mechanism (either melt or vaporization) are controlled by the laser’s pulse width and peak and average

Table 3
Potential techniques for transferring functional materials on the printed substrate.
Functional
materials

Techniques

Ref.

Metal and metal
oxides

Atomic layer deposition (ALD)
Chemical vapour deposition (CVD)
Galvanization technique (LIGA process, a
German acronym for Lithography, Galvanization
and Abformung (molding))
Contra-diffusion method
Direct growth
Secondary growth
Vacuum ﬁltration
Vacuum deposition
Dip-coating
Spin-coating
Hydrothermal growth
Electrospinning
Layer-by-layer assembly
Interfacial polymerization

[94]
[95]
[96]

Micro/mesoporous
materials

Polymer

[97]
[98]
[98]
[99]
[91]
[100]
[101]
[102]
[89]
[103]
[93]

specialised to speciﬁc processes. These methods are alternative or more
often complementary to AM and could potentially oﬀer better results
than AM in some instances. Furthermore, complex shapes can sometimes be achieved through a combination of subtractive manufacturing
steps intertwined with additive techniques such as deposition.
However, subtractive manufacturing remains signiﬁcantly more limited than AM with respect to the possible geometries that can be
achieved (as the structure wanted has to have features that are surface
accessible – something not required for and an advantage of AM). In
membrane fabrication, subtractive manufacturing techniques such as

Fig. 5. Various other printing techniques. (a) electrospraying, reproduced from [106] with permission from Elsevier; (b) dual electrospraying, reproduced from [109] with permission
from Elsevier; (c) transfer printing, reprinted by permission from Macmillan Publishers Ltd: Nature Photon [107], copyright 2012; and (d) screen printing, reproduced from [108] with
permission from Elsevier. (For interpretation of the references to color in this ﬁgure, the reader is referred to the web version of this article.)
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Fig. 6. (a) Trapezoid microgrooves produced by mechanical micromachining with a diamond tool, reproduced from [128] with permission from Elsevier; (b) gold stars on a silicon
substrate fabricated by electron beam lithography, reproduced with permission from [133]; (c) silicon nitride with square holes fabricated by laser micro drilling, reproduced with
permission from [134], and (d) silicon nanopost structures produced by deep reactive ion etching, reprinted with permission from [135]. Copyright 2011 American Chemical Society.

silicon, but are limited by the type of geometry they can produce.
Reactive ion etching (RIE) is a highly anisotropic technique that can
produce high aspect ratio features in a variety of materials [132]. Like
most etching methods, masks are required to pattern the surface,
somewhat limiting its applicability to large scale. Furthermore, RIE
requires expensive high power sources and vacuum, also complicating
scalability.

power densities. Lasers with pulses in the sub pico-second range have
been shown to be capable of removing material with signiﬁcantly
smaller heat-aﬀected zones when compared to mechanical micromachining [129]. The limit for the diameter of a through hole can be as
low as 1 µm for thin ﬁlms, but is highly dependent on the material’s
thickness and composition, as well as the laser parameters. The
drawbacks to laser micromachining are tapering of the through-hole
diameter and the potential for material recasting possibly in undesirable phases.
Lithography, (Fig. 6c) with respect to manufacturing, is a broad
term that generally refers to removing material from a workpiece by
directing energetic charged particles at the surface of the workpiece in a
controlled pattern. Photolithography (using electromagnetic radiation
instead of charged particles) and electron beam lithography do not
directly remove the material but instead modify the material, which can
be used as a mask for later etching and will be discussed later. Using
ions or ion clusters to remove the material on the other hand, is known
as focused ion beam (FIB) lithography and it is now possible to achieve
to features below 10 nm scale [131]. Ion clusters have signiﬁcantly
reduced an earlier problem of ion implantation into the workpiece. The
downside is that the process is time consuming and expensive and it
currently does not realistically scale up to macroscopic membrane
fabrication.
Etching (Fig. 6d) is a technique that selectively removes material
via chemical reactions. Masks are applied over parts of the workpiece to
reduce the rate of material removal. Electron beam lithography and
photolithography are used to create the masks, which are patterns on
the surface of the workpiece that have selective material properties.
The diﬀerence in material properties is exploited by placing the
material in a chemically reactive environment for controlled times,
allowing for varying degrees of interaction with the workpiece, and
ultimately selectively removing material. Most chemically reactive
processes like etching are isotropic and it is hard to generate high
aspect ratio features like a through hole for a membrane. Chemical
anisotropic methods are well established for speciﬁc materials, such as

7. Conclusions
7.1. Requirements for a 3D printer for separation membranes
An ideal printer for separation membranes would have high
accuracy and resolution to produce membranes with unique features
down to the nanoscale, and high printing speed and build size for scaleup production of membranes. We have illustrated that current AM
techniques are not cost-eﬀective for membrane fabrication and are
projected to remain non-competitive to conventional membrane fabrication techniques due to the requirement of complex printing technologies and materials in the short/medium term. However, future AM
techniques may be targeted for niche membrane markets whereby
speciﬁc membrane design requirements are needed. Current printing
technology is able to print dense membranes as well as porous one with
resolutions from ~100 nm, thus are unsuitable for ultraﬁltration and
nanoﬁltration. Post-processing or modiﬁcation of the membranes is
therefore required after printing the membrane to achieve the desired
pore size. In terms of printing speed and build size, further improvements of 3D printers to print ﬁne structures at large scale in a short
time is important to compete with currently available membrane
fabrication techniques.
It is clear that the use of AM for membrane fabrication is highly
dependent on the further development of AM techniques. At present,
high resolution printing can only be achieved by laser-based methods,
with resolution is dependent on the laser source. The recent development of 1.5 Å wavelength lasers could potentially improve the resolu610
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tion in the future. However, these printers have higher overall costs
than lower resolution models, have limited build size and very long
printing times. A more cost-eﬀective approach could be the improvement of material jetting and FFF-based printers. The smallest feature
size of printed dots is determined by the deposition area of printed
droplets. The deposition of single droplet involves the process of
ejection from the nozzle, impact on the substrate and ultimately
spreading or retracing on the surface. These processes are aﬀected by
the wettability of substrate, the properties of the printing material as
well as the droplet generation techniques. In general, engineering a
hydrophobic surface and low surface energy would reduce the tendency
to spread, reducing droplet diameter, and improving resolution. It is
anticipated that the surface modiﬁcation of each layer before the
deposition of subsequent layer would allow better control over the
spreading of the droplet and therefore the printer’s resolution.
Changing the formulation of the printing material can improve the
ejecting process (avoid clogging) and also the resolution of the printed
patterns, by limiting material spread on the printed surface. New
printing apparatuses can also potentially solve the resolution vs cost
and print size/time problems – for example electrohydrodynamic jet
printing, jet focusing by hydrodynamic and pyro-electrohydrodynamic
shooting are potential future technologies that could enable submicrometre resolution for material jetting printers. These future
developments could help unlock the potential of AM for membrane
fabrication.
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7.2. Materials for separation membranes
We have identiﬁed that current printing materials are limited,
restricted to speciﬁc AM technologies and have little overlap with the
current materials used for membrane fabrication. This is not necessarily a problem considering that AM membranes are likely to be initially
for niche applications that would be optimised for the printing
resolution and materials currently available. Future development in
the AM ﬁeld should not only focus on new printing material development, but also on expanding the use of existing printing materials to a
wider range of AM technology. Printing materials need to be expanded
to common materials for membranes such as polyethersulfone, polyamide, polyimide and potentially microporous organic polymers.
Composite materials with suﬃcient mechanical strength are to be
prepared to ensure that the membrane produced remains stable while
the thickness is reduced. The printing material can also be used to
prepare the printed part for further post modiﬁcation. The development of both printing materials and AM techniques are equally
important to drive the application of AM techniques in membrane
fabrication.
We hope that this perspective provides a clear insight into how AM
techniques could be employed in the area of membrane science and
technology and catalyse the development of AM techniques targeted for
membrane systems. The use of 3D printing in membrane systems
should see continued growth in near future. Either alone or in
combination with other manufacturing methods, it is clear that AM
has the potential to provide a unique set of membranes that will extend
the possibilities of membrane-based separations beyond the current
state-of-the-art.
Acknowledgements
The work is supported by Programme Grant EP/M01486X/1
(SynFabFun) funded by the Engineering and Physical Sciences
Research Council (EPSRC) UK. The authors gratefully acknowledge
the permissions to reproduce the copyright material in this review.
Appendix A. Supplementary material
Supplementary data associated with this article can be found in the
611

Journal of Membrane Science 523 (2017) 596–613

Z.-X. Low et al.

Mater. Interfaces 8 (2016) 3386–3395.
[64] B.W. Stanton, J.J. Harris, M.D. Miller, M.L. Bruening, Ultrathin, multilayered
polyelectrolyte ﬁlms as nanoﬁltration membranes, Langmuir 19 (2003)
7038–7042.
[65] P. Gao, A. Hunter, M.J. Summe, W.A. Phillip, A method for the eﬃcient
fabrication of multifunctional mosaic membranes by inkjet printing, ACS Appl.
Mater. Interfaces 8 (2016) 19772–19779.
[66] S.H. Ko, J. Chung, N. Hotz, K.H. Nam, C.P. Grigoropoulos, Metal nanoparticle
direct inkjet printing for low-temperature 3D micro metal structure fabrication, J.
Micromech. Microeng. 20 (2010) 125010.
[67] C.C. Ho, K. Murata, D.A. Steingart, J.W. Evans, P.K. Wright, A super ink jet
printed zinc–silver 3D microbattery, J. Micromech. Microeng. 19 (2009) 094013.
[68] R. Noguera, M. Lejeune, T. Chartier, 3D ﬁne scale ceramic components formed by
ink-jet prototyping process, J. Eur. Ceram. Soc. 25 (2005) 2055–2059.
[69] B. Lauwers, J.P. Kruth, A. Budding, T.H.J. Vaneker, A.J.A. Winnubst, in:
Proceedings of the Seventeenth CIRP Conference on Electro Physical and
Chemical Machining (ISEM) Open Source Powder Based Rapid Prototyping
Machine for Ceramics, Procedia CIRP, 6, 2013, ppp. 533–538.
[70] D. Yao, C.M. Gomes, Y.-P. Zeng, D. Jiang, J. Günster, J.G. Heinrich, Near zero
shrinkage porous Al2O3 prepared via 3D-printing and reaction bonding, Mater.
Lett. 147 (2015) 116–118.
[71] Z. Quan, A. Wu, M. Keefe, X. Qin, J. Yu, J. Suhr, J.-H. Byun, B.-S. Kim, T.W. Chou, Additive manufacturing of multi-directional preforms for composites:
opportunities and challenges, Mater. Today 18 (2015) 503–512.
[72] C.Y. Tang, Y. Zhao, R. Wang, C. Hélix-Nielsen, A.G. Fane, Desalination by
biomimetic aquaporin membranes: review of status and prospects, Desalination
308 (2013) 34–40.
[73] Y.-X. Shen, P.O. Saboe, I.T. Sines, M. Erbakan, M. Kumar, Biomimetic membranes: a review, J. Membr. Sci. 454 (2014) 359–381.
[74] J. Zhao, X. Zhao, Z. Jiang, Z. Li, X. Fan, J. Zhu, H. Wu, Y. Su, D. Yang, F. Pan,
J. Shi, Biomimetic and bioinspired membranes: preparation and application,
Prog. Polym. Sci. 39 (2014) 1668–1720.
[75] D. Mattia, K.P. Lee, F. Calabrò, Water permeation in carbon nanotube membranes, Curr. Opin. Chem. Eng. 4 (2014) 32–37.
[76] H.J. Mamin, B.D. Terris, L.-S. Fan, S. Hoen, R.C. Barrett, D. Rugar, High-density
data storage using proximal probe techniques, IBM J. Res. Dev. 39 (1995)
681–699.
[77] Y. He, G.-H. Xue, J.-Z. Fu, Fabrication of low cost soft tissue prostheses with the
desktop 3D printer, Sci. Rep. 4 (2014) 6973.
[78] S.Y. Chou, P.R. Krauss, P.J. Renstrom, Imprint lithography with 25-nm resolution, Science 272 (1996) 85.
[79] S.H. Maruf, L. Wang, A.R. Greenberg, J. Pellegrino, Y. Ding, Use of nanoimprinted surface patterns to mitigate colloidal deposition on ultraﬁltration membranes, J. Membr. Sci. 428 (2013) 598–607.
[80] S.H. Maruf, M. Rickman, L. Wang, J. Mersch IV, A.R. Greenberg, J. Pellegrino,
Y. Ding, Inﬂuence of sub-micron surface patterns on the deposition of model
proteins during active ﬁltration, J. Membr. Sci. 444 (2013) 420–428.
[81] S.H. Maruf, A.R. Greenberg, J. Pellegrino, Y. Ding, Fabrication and characterization of a surface-patterned thin ﬁlm composite membrane, J. Membr. Sci. 452
(2014) 11–19.
[82] S.T. Weinman, S.M. Husson, Inﬂuence of chemical coating combined with
nanopatterning on alginate fouling during nanoﬁltration, J. Membr. Sci. 513
(2016) 146–154.
[83] Y. Ding, S. Maruf, M. Aghajani, A.R. Greenberg, Surface patterning of polymeric
membranes and its eﬀect on antifouling characteristics, Sep. Sci. Technol., 2016.
[84] A.G. Slater, A.I. Cooper, Function-led design of new porous materials, Science 348
(2015).
[85] M.J. Allen, V.C. Tung, R.B. Kaner, Honeycomb carbon: a review of graphene,
Chem. Rev. 110 (2009) 132–145.
[86] O. Breuer, U. Sundararaj, Big returns from small ﬁbers: a review of polymer/
carbon nanotube composites, Polym. Compos. 25 (2004) 630–645.
[87] K. Kabiri, H. Omidian, M. Zohuriaan‐Mehr, S. Doroudiani, Superabsorbent
hydrogel composites and nanocomposites: a review, Polym. Compos. 32 (2011)
277–289.
[88] K. Norrman, A. Ghanbari-Siahkali, N. Larsen, 6 Studies of spin-coated polymer
ﬁlms, Annu. Rep. Sect. "C" Phys. Chem. 101 (2005) 174–201.
[89] W.E. Teo, S. Ramakrishna, A review on electrospinning design and nanoﬁbre
assemblies, Nanotechnology 17 (2006) R89.
[90] A. Brenner, Electrodeposition of Alloys: Principles and Practice, Elsevier, New
York, 2013.
[91] L. Holland, Vacuum Deposition of Thin Films 1970, Chapman & Hall, London,
1970.
[92] C.J. Brinker, A.J. Hurd, P.R. Schunk, G.C. Frye, C.S. Ashley, Review of sol-gel thin
ﬁlm formation, J. Non-Cryst. Solids 147–148 (1992) 424–436.
[93] W.J. Lau, A.F. Ismail, N. Misdan, M.A. Kassim, A recent progress in thin ﬁlm
composite membrane: a review, Desalination 287 (2012) 190–199.
[94] N. Pinna, M. Knez, Atomic Layer Deposition of Nanostructured Materials, John
Wiley & Sons, Singapore, 2012.
[95] K.L. Choy, Chemical vapour deposition of coatings, Prog. Mater. Sci. 48 (2003)
57–170.
[96] E.W. Becker, W. Ehrfeld, P. Hagmann, A. Maner, D. Münchmeyer, Fabrication of
microstructures with high aspect ratios and great structural heights by synchrotron radiation lithography, galvanoforming, and plastic moulding (LIGA process),
Microelectron. Eng. 4 (1986) 35–56.
[97] J. Yao, D. Dong, D. Li, L. He, G. Xu, H. Wang, Contra-diﬀusion synthesis of ZIF-8
ﬁlms on a polymer substrate, Chem. Commun. 47 (2011) 2559–2561.

[31] I.V. Antoniac, Biologically Responsive Biomaterials for Tissue Engineering,
Springer-Verlag, New York, 2012.
[32] T. Billiet, M. Vandenhaute, J. Schelfhout, S. Van Vlierberghe, P. Dubruel, A review
of trends and limitations in hydrogel-rapid prototyping for tissue engineering,
Biomaterials 33 (2012) 6020–6041.
[33] F. Niesler, M. Hermatschweiler, Two-photon polymerization — a versatile
microfabrication tool, Laser Tech. J. 12 (2015) 44–47.
[34] H. Yoneda, Y. Inubushi, K. Nagamine, Y. Michine, H. Ohashi, H. Yumoto,
K. Yamauchi, H. Mimura, H. Kitamura, T. Katayama, T. Ishikawa, M. Yabashi,
Atomic inner-shell laser at 1.5-angstrom wavelength pumped by an X-ray freeelectron laser, Nature 524 (2015) 446–449.
[35] D. Tian, Y. Song, L. Jiang, Patterning of controllable surface wettability for
printing techniques, Chem. Soc. Rev. 42 (2013) 5184–5209.
[36] J.A. Lim, J.H. Cho, Y. Jang, J.T. Han, K. Cho, Precise control of surface wettability
of mixed monolayers using a simple wiping method, Thin Solid Films 515 (2006)
2079–2084.
[37] B.J. Kang, J.H. Oh, Inﬂuence of C4F8 plasma treatment on size control of inkjetprinted dots on a ﬂexible substrate, Surf. Coat. Technol. 205 (Supplement 1)
(2010) S158–S163.
[38] J.Z. Wang, Z.H. Zheng, H.W. Li, W.T.S. Huck, H. Sirringhaus, Dewetting of
conducting polymer inkjet droplets on patterned surfaces, Nat. Mater. 3 (2004)
171–176.
[39] Y.-Y. Noh, N. Zhao, M. Caironi, H. Sirringhaus, Downscaling of self-aligned, allprinted polymer thin-ﬁlm transistors, Nat. Nanotechnol. 2 (2007) 784–789.
[40] C.W. Sele, T. von Werne, R.H. Friend, H. Sirringhaus, Lithography‐free, self‐
aligned inkjet printing with sub‐hundred‐nanometer resolution, Adv. Mater. 17
(2005) 997–1001.
[41] M. Kuang, L. Wang, Y. Song, Controllable printing droplets for high‐resolution
patterns, Adv. Mater. 26 (2014) 6950–6958.
[42] J.-U. Park, M. Hardy, S.J. Kang, K. Barton, K. Adair, D. kishore Mukhopadhyay,
C.Y. Lee, M.S. Strano, A.G. Alleyne, J.G. Georgiadis, High-resolution electrohydrodynamic jet printing, Nat. Mater. 6 (2007) 782–789.
[43] A.M. Gañán-Calvo, R. González-Prieto, P. Riesco-Chueca, M.A. Herrada,
M. Flores-Mosquera, Focusing capillary jets close to the continuum limit, Nat.
Phys. 3 (2007) 737–742.
[44] P. Ferraro, S. Coppola, S. Grilli, M. Paturzo, V. Vespini, Dispensing nano-pico
droplets and liquid patterning by pyroelectrodynamic shooting, Nat. Nanotechnol.
5 (2010) 429–435.
[45] A.J. Scardino, H. Zhang, D.J. Cookson, R.N. Lamb, R.D. Nys, The role of nanoroughness in antifouling, Biofouling 25 (2009) 757–767.
[46] H. Zhang, R. Lamb, J. Lewis, Engineering nanoscale roughness on hydrophobic
surface—preliminary assessment of fouling behaviour, Sci. Technol. Adv. Mater. 6
(2005) 236–239.
[47] G. Kim, Y. Oh, A benchmark study on rapid prototyping processes and machines:
quantitative comparisons of mechanical properties, accuracy, roughness, speed,
and material cost, Proc. Inst. Mech. Eng. Part B-J. Eng. Manuf. 222 (2008)
201–215.
[48] O. Es-Said, J. Foyos, R. Noorani, M. Mendelson, R. Marloth, B. Pregger, Eﬀect of
layer orientation on mechanical properties of rapid prototyped samples, Mater.
Manuf. Process. 15 (2000) 107–122.
[49] S. Upcraft, R. Fletcher, The rapid prototyping technologies, Assem. Autom. 23
(2003) 318–330.
[50] C. Fee, S. Nawada, S. Dimartino, 3D printed porous media columns with ﬁne
control of column packing morphology, J. Chromatogr. A 1333 (2014) 18–24.
[51] X. Wang, X. Cai, Q. Guo, T. Zhang, B. Kobe, J. Yang, i3DP, a robust 3D printing
approach enabling genetic post-printing surface modiﬁcation, Chem. Commun. 49
(2013) 10064–10066.
[52] Q. Guo, X. Cai, X. Wang, J. Yang, "Paintable" 3D printed structures via a postATRP process with antimicrobial function for biomedical applications, J. Mater.
Chem. B 1 (2013) 6644–6649.
[53] X. Wang, Q. Guo, X. Cai, S. Zhou, B. Kobe, J. Yang, Initiator-integrated 3D
printing enables the formation of complex metallic architectures, ACS Appl.
Mater. Interfaces 6 (2014) 2583–2587.
[54] A.S. Quick, J. Fischer, B. Richter, T. Pauloehrl, V. Trouillet, M. Wegener,
C. Barner-Kowollik, Preparation of reactive three-dimensional microstructures via
direct laser writing and thiol-ene, Chem. Macromol. Rapid Commun. 34 (2013)
335–340.
[55] M. Morozova, P. Kluson, J. Krysa, P. Dzik, M. Vesely, O. Solcova, Thin TiO2 ﬁlms
prepared by inkjet printing of the reverse micelles sol–gel composition, Sens.
Actuators B: -Chem. 160 (2011) 371–378.
[56] C.R. Tubío, F. Guitián, A. Gil, Fabrication of ZnO periodic structures by 3D
printing, J. Eur. Ceram. Soc. 36 (2016) 3409–3415.
[57] H. Wu, Y. Cheng, W. Liu, R. He, M. Zhou, S. Wu, X. Song, Y. Chen, Eﬀect of the
particle size and the debinding process on the density of alumina ceramics
fabricated by 3D printing based on stereolithography, Ceram. Int.
[58] Z.C. Eckel, C. Zhou, J.H. Martin, A.J. Jacobsen, W.B. Carter, T.A. Schaedler,
Additive manufacturing of polymer-derived ceramics, Science 351 (2016) 58–62.
[59] 〈http://www.3ders.org/pricecompare/〉, in, Jun 2016.
[60] R.B. Saﬀarini, E.K. Summers, H.A. Arafat, Economic evaluation of stand-alone
solar powered membrane distillation systems, Desalination 299 (2012) 55–62.
[61] S.C. Kapfer, S.T. Hyde, K. Mecke, C.H. Arns, G.E. Schröder-Turk, Minimal surface
scaﬀold designs for tissue engineering, Biomaterials 32 (2011) 6875–6882.
[62] S. Badalov, C.J. Arnusch, Ink-jet printing assisted fabrication of thin ﬁlm
composite membranes, J. Membr. Sci. 515 (2016) 79–85.
[63] P. Gao, A. Hunter, S. Benavides, M.J. Summe, F. Gao, W.A. Phillip, Template
synthesis of nanostructured polymeric membranes by inkjet printing, ACS Appl.

612

Journal of Membrane Science 523 (2017) 596–613

Z.-X. Low et al.

[117] F. Dang, S. Shinohara, O. Tabata, Y. Yamaoka, M. Kurokawa, Y. Shinohara,
M. Ishikawa, Y. Baba, Replica multichannel polymer chips with a network of
sacriﬁcial channels sealed by adhesive printing method, Lab Chip 5 (2005)
472–478.
[118] H.K. Raut, V.A. Ganesh, A.S. Nair, S. Ramakrishna, Anti-reﬂective coatings: A
critical, in-depth review, Energy Environ. Sci. 4 (2011) 3779–3804.
[119] J.Y. Na, B. Kang, D.H. Sin, K. Cho, Y.D. Park, Understanding Solidiﬁcation of
Polythiophene Thin Films during Spin-Coating: Eﬀects of Spin-Coating Time and
Processing Additives, Sci. Rep. 5 (2015).
[120] E. Shamsaei, Z.-X. Low, X. Lin, A. Mayahi, H. Liu, X. Zhang, J.Z. Liu, H. Wang,
Rapid synthesis of ultrathin, defect-free ZIF-8 membranes via chemical vapour
modiﬁcation of a polymeric support, Chem. Commun. 51 (2015) 11474–11477.
[121] Z. Zhong, J. Yao, R. Chen, Z. Low, M. He, J.Z. Liu, H. Wang, Oriented twodimensional zeolitic imidazolate framework-L membranes and their gas permeation properties, J. Mater. Chem. A 3 (2015) 15715–15722.
[122] B. Baumgartner, M. Puchberger, M.M. Unterlass, Towards a general understanding of hydrothermal polymerization of polyimides, Polym. Chem. 6 (2015)
5773–5781.
[123] L. Fan, M. Xue, Z. Kang, H. Li, S. Qiu, Electrospinning technology applied in
zeolitic imidazolate framework membrane synthesis, J. Mater. Chem. 22 (2012)
25272–25276.
[124] P. Lobaccaro, A. Raygani, A. Oriani, N. Miani, A. Piotto, R. Kapadia, M. Zheng,
Z. Yu, L. Magagnin, D.C. Chrzan, R. Maboudian, A. Javey, Electrodeposition of
high-purity indium thin ﬁlms and its application to indium phosphide solar cells,
J. Electrochem. Soc. 161 (2014) D794–D800.
[125] G. Longo, L. Gil-Escrig, M.J. Degen, M. Sessolo, H.J. Bolink, Perovskite solar cells
prepared by ﬂash evaporation, Chem. Commun. 51 (2015) 7376–7378.
[126] D. Li, H. Wang, Recent developments in reverse osmosis desalination membranes,
J. Mater. Chem. 20 (2010) 4551–4566.
[127] Y. Xiang, S. Lu, S.P. Jiang, Layer-by-layer self-assembly in the development of
electrochemical energy conversion and storage devices from fuel cells to supercapacitors, Chem. Soc. Rev. 41 (2012) 7291–7321.
[128] D. Dornfeld, S. Min, Y. Takeuchi, Recent advances in mechanical micromachining,
CIRP Ann.-Manuf. Technol. 55 (2006) 745–768.
[129] A.K. Dubey, V. Yadava, Laser beam machining—a review, Int. J. Mach. Tool
Manuf. 48 (2008) 609–628.
[130] M.D. Shirk, P.A. Molian, A review of ultrashort pulsed laser ablation of materials,
J. Laser Appl. 10 (1998) 18–28.
[131] W.-D. Li, W. Wu, R.S. Williams, Combined helium ion beam and nanoimprint
lithography attains 4 nm half-pitch dense patterns, J. Vac. Sci. Technol. B 30
(2012) 06F304.
[132] E.H. Klaassen, K. Petersen, J.M. Noworolski, J. Logan, N.I. Maluf, J. Brown,
C. Storment, W. McCulley, G.T.A. Kovacs, Silicon fusion bonding and deep
reactive ion etching: a new technology for microstructures, Sens. Actuators APhys. 52 (1996) 132–139.
[133] Dr. Manohar Chirumamilla; http://www.nano.aau.dk/
[134] http://www.oxfordlasers.com/
[135] D.R. Kim, C.H. Lee, P.M. Rao, I.S. Cho, X. Zheng, Hybrid Si microwire and planar
solar cells: passivation and characterization, Nano Lett. 11 (2011) 2704–2708.

[98] J. Yao, H. Wang, Zeolitic imidazolate framework composite membranes and thin
ﬁlms: synthesis and applications, Chem. Soc. Rev. 43 (2014) 4470–4493.
[99] B.-S. Kong, J. Geng, H.-T. Jung, Layer-by-layer assembly of graphene and gold
nanoparticles by vacuum ﬁltration and spontaneous reduction of gold ions, Chem.
Commun. (2009) 2174–2176.
[100] D.D. Nguyen, N.-H. Tai, S.-B. Lee, W.-S. Kuo, Superhydrophobic and superoleophilic properties of graphene-based sponges fabricated using a facile dip
coating method, Energy Environ. Sci. 5 (2012) 7908–7912.
[101] D.B. Mitzi, L.L. Kosbar, C.E. Murray, M. Copel, A. Afzali, High-mobility ultrathin
semiconducting ﬁlms prepared by spin coating, Nature 428 (2004) 299–303.
[102] C.S. Cundy, P.A. Cox, The hydrothermal synthesis of zeolites: history and
development from the earliest days to the present time, Chem. Rev. 103 (2003)
663–702.
[103] A. Voigt, H. Lichtenfeld, G.B. Sukhorukov, H. Zastrow, E. Donath, H. Bäumler,
H. Möhwald, Membrane ﬁltration for microencapsulation and microcapsules
fabrication by layer-by-layer polyelectrolyte adsorption, Ind. Eng. Chem. Res. 38
(1999) 4037–4043.
[104] F. Li, W. Meindersma, A. De Haan, T. Reith, Novel spacers for mass transfer
enhancement in membrane separations, J. Membr. Sci. 253 (2005) 1–12.
[105] C. Fritzmann, M. Hausmann, M. Wiese, M. Wessling, T. Melin, Microstructured
spacers for submerged membrane ﬁltration systems, J. Membr. Sci. 446 (2013)
189–200.
[106] A. Jaworek, A.T. Sobczyk, Electrospraying route to nanotechnology: an overview,
J. Electrostat. 66 (2008) 197–219.
[107] R.W. Kelsall, Hybrid silicon lasers: rubber stamp for silicon photonics, Nat.
Photon. 6 (2012) 577–579.
[108] S. Lawes, A. Riese, Q. Sun, N. Cheng, X. Sun, Printing nanostructured carbon for
energy storage and conversion applications, Carbon 92 (2015) 150–176.
[109] J.-M. Lim, H.-J. Lee, H.-W. Kim, J. Yong Lee, J. Yoo, K.W. Park, C.K. Lee,
Y.T. Hong, S.-Y. Lee, Dual electrospray-assisted forced blending of thermodynamically immiscible polyelectrolyte mixtures, J. Membr. Sci. 481 (2015) 28–35.
[110] M.A. Meitl, Z.-T. Zhu, V. Kumar, K.J. Lee, X. Feng, Y.Y. Huang, I. Adesida,
R.G. Nuzzo, J.A. Rogers, Transfer printing by kinetic control of adhesion to an
elastomeric stamp, Nat. Mater. 5 (2006) 33–38.
[111] J.W. Jeong, S.R. Yang, Y.H. Hur, S.W. Kim, K.M. Baek, S. Yim, H.-I. Jang,
J.H. Park, S.Y. Lee, C.-O. Park, Y.S. Jung, High-resolution nanotransfer printing
applicable to diverse surfaces via interface-targeted adhesion switching, Nat.
Commun. 5 (2014).
[112] W.J. Hyun, E.B. Secor, M.C. Hersam, C.D. Frisbie, L.F. Francis, High‐resolution
patterning of graphene by screen printing with a silicon stencil for highly ﬂexible
printed electronics, Adv. Mater. 27 (2015) 109–115.
[113] F.C. Krebs, Fabrication and processing of polymer solar cells: a review of printing
and coating techniques, Sol. Energy Mater. Sol. Cells 93 (2009) 394–412.
[114] J.R. Castrejon-Pita, W. Baxter, J. Morgan, S. Temple, G. Martin, I. Hutchings,
Future, opportunities and challenges of inkjet technologies, At. Spray 23 (2013).
[115] M. Singh, H.M. Haverinen, P. Dhagat, G.E. Jabbour, Inkjet printing—process and
its applications, Adv. Mater. 22 (2010) 673–685.
[116] A.F. Palmstrom, P.K. Santra, S.F. Bent, Atomic layer deposition in nanostructured
photovoltaics: tuning optical, electronic and surface properties, Nanoscale 7
(2015) 12266–12283.

613

